COUNTY OF LOS ANGELES

DEPARTMENT OF COUNTY ENGINEER

BUILDING AND SAFETY DIVISION

JOHN A. LAMBIE, COuNTY ENGINEER
WILLIAM A JENSEN, Sup'T oF BUILDING

_SPECIAL INSPECTOR’'S REPORT

EACH INSPECTOR MUST COMPLETE THIS REPORT AND MAIL IT TO THE DISTRICT OFFICE OF THE
BUILDING AND SAFETY DIVISION.

WEEKLY [] FINAL 03
TOTAL TIME ON JOB (INDAYS)________ BUILDING PERMIT NO._&% 3/ DISTRICT NO=/r s o
JOB ADDRESS . & 7 & View Dot /2l re_co

GENERAL CONTRACTOR /éf 4«? ﬁ/iﬁv

SIZE OF BLDG. - TYPE OF WALL NO.OF STORIES____

TYPE OF WORK: REINFORCED CONCRETE Jg MASONRY [] HI-TENSILE BOLTING []
PRESTRESSED CONCRETE [ WELDING [J GYPSUM CONCRETE []

DESCRIPTION OF WORK INSPECTED "M?/’

LOCATION IN STRUCTURE: _ Lere {F W%/,, /véé.;; =z ﬁ

REMARKS

All work on this job to date has been satisfactorily completed and conforms to the approved plans and
requirements of the Los Angeles County Building Code.

Y s-yo Op8_Z A,

Date Special Inspector




COUNTY OF LOS ANGELES

DEPARTMENT OF COUNTY ENGINEER

BUILDING AND SAFETY DIVISION

JOHN A. LAMBIE, COUNTY ENGINEER
WILLIAM A JENSEN, Sup'T OF BUILDING

SPECIAL INSPECTOR'S REPORT

EACH INSPECTOR MUST COMPLETE THIS REPORT AND MAIL IT TO THE DISTRICT OFFICE OF THE
BUILDING AND SAFETY DIVISION.

WEEKLY M FINAL [
TOTAL TIME ON JOB (INDAYS)_____ BUILDING PERMIT NO ¢ 5 S Y pistricr NoN-Grtr “/é NN 4
JOB ADDRESS - ¢4 4o (/:V'U&' }’ﬂ ArtnG

Q 3
GENERAL CONTRACTOR _\Jbeng  [Dhro

SIZE OF BLDG. TYPE OF WALL NO. OF STORIES____
TYPE OF WORK.: REINFORCED CONCRETE p MASONRY [] HI-TENSILE BOLTING []
PRESTRESSED CONCRETE (] WELDING [ GYPSUM CONCRETE [J

DESCRJPTION OF WORK INSPECTED K Qdsagtl Colis avre JQQ%} G
(Lms—.( \L\LC( (7 @/(;‘"V\C,n«(;é'f,

LOCATION IN STRUCTURE: _X%M\JQ- A6G

REMARKS

All work on this job to date has been satisfactorily completed and conforms to the approved plans and

requirements of the Los Angeles County Building Code.
Y~ [0 — 70 \lé 0(/~ ]*/C&(ﬁ.

Date Inspector




Construction Integrity Testing, Inc.

24660 South Crenshaw Boulevard « Torrance, California 90505
Phone: (213) 325-7012

Date: Job No.:

Report Te: Ring Brothers Projec: Apt. Complex
4640 Via Marina

COMPRESSION TESTS

TYPE OF SPECIMEN: Concrete Cyl.s Hard Rock
LOCATION CAST: 1st floor slab Bldg. 2G
LABORATORY NO. 3142 3143 . 3144 3145
CYLINDER NO. ;
Mix No. 2038P 2038P 2038P 2038P
DATE RECEIVED 6/5/70 6/5/70 6/5/70 6/5/70
DATE CAST 6/4/70 6/1/70 6/4/70 6/4/70
DATE TESTED
AGE= BAYS Hold Hold Hold Hold
SLUMP INCHES Llfjg—' }4’%_ Lp%— L;%—
SIZE OF SPECIMEN én 6" 6" ' 6n
RES = Bt 28.3 28.3 28.3 28.3
TOTAL LOAD - POUNDS
STRENGTH - LBS./SQ. IN.
FRACTURE
FAILS TO MEET ' T
Forzeoavtasr 7 [] srecincAnons  [] NoSTRENETMH. InSrecTOR oThERS
Design Strength __L_LO_OO_._ Psi at 28 days.
Remarks:

Respecifully submitted,

D.R. Appelg'r’er{,' President




Construction Integrity Testing, Inc.

24660 South Crenshaw Boulevard o Torrance, California 90505
| Phone: (213) 325-7012

Date: Job No.:

Ring Brothers , Apt, Complex
Prole® 6L Via Marina

Report Te:

COMPRESSION TESTS

TYPE OF SPECIMEN: Concrete Cyl.: Hard Rock
LOCATION CAST: 1st floor slab Bldg. 2G
LABORATORY NO. 3138 3139 - |3140 3141
e, 2038P 2038P 2038P 2038P
DATE RECEIVED 6/5/70 6/5/70 6/5/70 6/5/70
DATE CAST 6/4/70 6/4/70 6/4/70 6/4/70
DATE TESTED .| 7/2/70 7/2/70
AGE - DAYS 28 28 Hold Hold
sLUMP INCHES Ik 4% ) 43
il SRR 6" 6" 6" 6"
AREA - SQUARE 28.3 28,3 28.3 28.3
TOTAL LOAD - POUNDS 119,000 121,000
STRENGTH - Laé./so. IN. L4205 L2275
FRACTURE ' Conc, Conc,

ronseoavresr o [ pgretnehe [ Roaimewevrs cven [X] BEREETOR” g

4000

Design Strength Psi at 28 days.

Remarks:

Respecifully submitted,

PK%%%ﬁ

D.R. Appelgréh, /President



Construction Integrity Testing, Inc.

24660 South Crenshaw Boulevard « Torrance, California 90505
Phone: (213) 325-7012

Date: ) Job No.:

Apt., Complex

eport T Ring Brothers
Report T L6440 Via Marina

Project:

COMPRESSION TESTS

TYPE OF SPECIMEN: Concrete Cyl.: Hard Rock

LOCATION CAST: 1st floor slab Bldg. 2G

LABORATORY NO. 3134 3135 3136 3137

|
DATE RECEIVED 6/5/70 6/5/70 6/5/70 6/5/70
DATE CAST 6/4/70 6/4/70 6/4/70 6/4/70
DATE TESTED 7/2/70 7/2/70 7/2/70 7/2/70
AGE - DAYS 28 28 28 28
SLUMP INCHES i e ui Bl

SIZE OF SPECIMEN 6" 6" 6" 6"

AREA - SQUARE 28.3 28,3 28,3 28.3
TOTALLOAR = PEUNDS 126, 500 120,000 124,000 128,000
STRENGTH - LBS./5Q. IN. 170 L2lo 14380 4520
FRACTURE Conc, Conc., Conc. Conc.

IFICATIO FAILS TO MEET CAST BY OUR
ME:T::: :f TEST THoNS D SPECIFICATIONS INSPECTOR AT B
FOI FOR 28 DAY TEST REQUIREMENTS GIVEN AT JOB SITE OTHERS

Design Strength

Remarks:

4000

Psi at 28 days.

D NO STRENGTH

Respecifully submitted,

D8R, Appelg'FZn'/President




Construction Integrity Testing, Inc.

24660 South Crenshaw Boulevard  Torrance, California 90505
Phone: (213) 325-7012

Date: Job Ne.

Enpart Tos Ring Brothers Project: Apt. Complex
, L6L0 Via Marina

COMPRESSION TESTS

RS EIESESE S Concri#te Cyl.: Hard Rock

EOCEpEE Bldg. 2G 1st sloor slab

LABORATORY NO. 3130 3131 3132 3133

CYLINDER NO. -

MIX NO. 2038P 2038P 2038P 2038P

DATE RECEIVED 6/5/70 6/5/70 6/5/70 ’6/5/70

DATE CAST 6/L/70 6/4/70 &6/4/70 6/4/70

DATE TESTED | 6/11/70 6/11/70 | 6/11/70 6/11/70

AGE - DAYS 7 7 7 7

SLUMP INCHES 1;3) h % I .“; L

SIZE OF SPECIMEN an én g » <

AREA - SQUARE 28.3 28.3 28.3 28.3

TOTAL LOAD - FOUNDS 111,000 | 110,000 109,000 113,000

STRENGTH - LBS./SQ. IN. 3920 38:‘) ;:’ 3850 3990

FRACTURE Conc. - Conc. Conc., Concec,

] ron s oy resr O[] seeameamions REQUIREMENTS GIVEN INSPECTOR " orHERS

Design Strength__m_l’ll at 28 days. |
Remarks:

Respectfully submitted,

L. A jpebm

——— 7 .
D.&R. Ajppelcr’ﬁ“erl,/Preszldent




. -

Construction Integrity Testing, Inc

24660 South Crenshaw Boulevard . Torrance, California 90505

Phone: (213) 325-7012

Date: Job No.:

n

Report Tt I[ilng Erothers Projec: ApT. Complex

LELD Vie Marina

COMPRESSION TESTS

TYPE OF SPECIMEN: Concrete Cyl.: IHard Rock
- LOCATION CAST: Bldg. 2G 1st floor slab
LABORATORY NO. 3126 3127 3128 3129
CYLINDER NO. ,
MIX NO. 2038P 2038P 2038P P 038P
DATE RECEIVED 6/5/70 6/5/70 6/5/70 5/5/70
DATE CAST 6/4/70 6/4/70 6/4/70 6/4/70
oATE TesTED 6/9/70 6/9./70 6/11/70 5/11/70
AGE - DAYS 5 5 , 7 7
SLUMP INCHES e L& Lt e
SIZE OF SPECIMEN AN G an S
AREA - SQUARE 28.:3 28,3 28.3 28.73
TOTAL LOAD - POUNDS 80,000 82,000 108,000 110,000
STRENGTH - LBS./SQ. IN. 2890¢ 2895 3815 38835
2025 23 3315
FRACTURE Conec. - Conc. Conc. Conc.,
MEETS SPECIFICATIONS FAILS TO MEET NO STRENGTH CAST BY OUR CAST BY
FOR 28 DAY TEST D FOR 28 DAY TEST D REQUIREMENTS GIVEN s o OTHERS

Design Sirenwh_.MPsl at 28 days.

Remarks:

Respectfully submitted,

LR, A e

; .
D.B. App elér en{ President




Construction Integrity Testing, Inc.

24660 South Crenshaw Boulevard « Torrance, California 90505
Phone: (213) 325-7012

Date: Job Neo.:

Ring Brothers - Project: Apt, Complex

Report Te: N - .
LELO Via Marina

COMPRESSION TESTS

TYPE OF SPECIMEN: Concrete Cyl.: Hard

LOCATION CAST: 1st floor slab Bldg.

— 3122 3123 3120 3125
CYLINDER NO. 7

MIX NO. 2038p 2038Pp 2038Pp 2038P
DATE RECEIVED 6/5/70 6/5/70 6/5/70 6/5/70
DATE CAST 6/4/70 6/4/70 6/4/70 6/1/70
DATE TESTED 6/9/70 6/9/70 6/9/70 6/9/70
AGE - DAYS & 5 5 5

SLUMP INCHES Lz Iy 4t L3

SIZE OF SPECIMEN o G 6" 6"

AREA - SQUARE 28.3 28.3 28.3 28.3
TOTAL LOAD - POUNDS 84,000 83, 500 81,060 80,000"
STRENGTH - LBS./SQ. IN. 2970 2950 2850 2825
FRACTURE Conc. Conc, Conc, Cone,

FAILS TO MEET CAST BY OUR
MEETSSS:AEyc!:'"ElsC:TIONS D SPECIFICATIONS D NO STRENG':;S VEN INSPECTOR CAST BY
FOR 2 FOR 28 DAY TEST REQUIREME GIVE AT JOB SITE OTHERS

Design Strength +000

Remarks:

Psi at 28 days.

Respecifully submitted,

D.R. Appelg%%,_ % %Pres ident




Construction Integrity Testing, Inc.

24660 South Crenshaw Boulevard . Torrance, California 90505

Date:

Report Te:

Ring Brothers

Phone: (213) 325-7012

Job Neo.:

Project:

COMPRESSION TESTS

Apt. Complex

LELO Via Marina

TYPE OF SPECIMEN:

LOCATION CAST:

Concrete Cyl.:

Slab on grade Bldg. 2G

Hard Rock

LABORATORY NO. 2759 2760 2761
CYLINDER NO. 1 2 3

MIX NO. 1813 1813 1813
DATE RECEIVED 5/7/70 5/7/70 5/7/70
DATE CAST 5/6/70 5/6/70 5/6/70
DATE TESTED 6/3/70 6/3/70

AGE - DAYS 28 28 Hold
SLUMP INCHES 6 6 6

SIZE OF SPECIMEN 6" 6" 6"

AREA - SQUARE 28,3 28.3 28.3
TOTAL LOAD - POUNDS 79,000 80,000

STRENGTH - LBS./5Q. IN. 2790 2825

FRACTURE Conc., Conc.

MEETS SPECIFICATIONS

FOR 28 DAY TEST

Design Strength

Remarks:

2000

SPECIFICATIONS

D FAILS TO MEET
FOR 28 DAY TEST

Psi at 28 days.

NO STRENGTH

[

REQUIREMENTS GIVEN

- CAST BY OUR
INSPECTOR
AT JOB SITE

Respectfully submitted,

CAST BY
OTHERS

‘enyy President




Construction Integrity Testing
LABORATORY CERTIFICATE )

SOIL. MECHANICS — FOUNDATION ENGINEERING
MATERIALS AND METALLURGICAL TESTING

1520 W. 178TH STREET * GARDENA, CALIFORNIA
PHONE 321-4441

Date: Job No.: s

Project:

Apt., Complex

Ring Brothers
L6LO Via Marina

Report Te:

COMPRESSION TESTS

TYPE OF SPECIMEN: Concrete Cyl.: HardROlck

LOCATION CAST: Garage columns Bldg. 2G

LABORATORY NO. 2545 2546 2547
CYLINDER NO. 1 2 3

MIX NO. T2l P 1821 .P 1821 P
DATE RECEIVED 4/9/70 k/9/70 k/9/70
DATE CAST L/8/70 Lb/8/70 h/8/70
DATE TESTED 5/6/70 5/6/70

AGE - DAYS 28 28 Hold
SLUMP INCHES 5 5 5

SIZE OF SPECIMEN 6" £ 6"

AREA - SQUARE 28,3 28.3 28,3
TOTAL LOAD - POUNDS 110,000 105,000

STRENGTH - LBS./SQ. IN. 3885 3710

FRACTURE Conc., Conc.,

FAILS TO MEET CAST BY OUR
E MEETS SPEC:_F;C;\TIONS D B T e NO STRENGTH s ot bl gAST BY
FOR 28 DAY TES FOR 28 DAY TEST REQUIREMENTS GIVE AT JOB SITE THERS

Design Strength

Remarks:

3000

Psi at 28 days.

2500 SETS - 11-64 ASCOT BUSINESS SYSTEMS

Respectfully submitted,

D.R. Appelgren, 6resident




Construction Integrity Testing
LABORATORY CERTIFICATE

SOIL MECHANICS — FOUNDATION ENGINEERING

1520 W. 178TH STREET * GARDENA, CALIFORNIA
MATERIALS AND METALLURGICAL TESTING

PHONE 321-4441

Date: Job No.:

Apt., Complex
L6LO ¥ia Marina

Report To: Ring Brolhers Project:

COMPRESSION TESTS

TYPE OF SPECIMEN: Concrete Cyl.: Hard Rock

LOCATION CAST: Wall footings bldg. 2G.

LABORATORY NO. 2457 2458 2k 59
CYLINDER NO. 1 2 3

MIX NO. 1818 1818 1818
DATE RECEIVED L/3/70 k/3/70 h/3/70
DATE CAST h/2/70 h/2/70 h/2/70
DATE TESTED 4/30/70 4/30/70

AGE - DAYS 28 28 Hold
SLUMP INCHES L% b B

SIZE OF SPECIMEN 6" 6" 6"

AREA - SQUARE 28.3 28,3 28,3
TOTAL LOAD - POUNDS 115,000 110,000

STRENGTH - LBS./SQ. IN. L0635 3885

FRAGTURE Conc, Conc,

Design Sirength

FAILS TO MEET CAST BY OUR
MEETS SPfyclTFEIC:TIONS D SPECIFICATIONS D NO STREENGTI:Irs N INSPECTOR CAST BY
FOR 28 D S FOR 28 DAY TEST REQUIREMEN GIVE! AT JOB SITE OTHERS

3000

Remarks:

2500 SETS - 11-64 ASCOT BUSINESS SYSTEMS

Psi at 28 days.

Respectfully submitted,

D) .gi . §pp§%{2?er{, President




Construction Integrity Testing
LABORATORY CERTIFICATE

1520 W. 178TH STREET * GARDENA, CALIFORNIA SOIL MECHANICS — FOUNDATION ENGINEERING
PHONE 321-4441 MATERIALS AND METALLURGICAL TESTING

Date: Job No.:

Report To: Ring Brothers Profec:  ApT, Complex

‘ 4640 Vie Marina.

COMPRESSION TESTS

TYPE OF SPECIMEN: Masonrys Grout Prisms

LOCATION CAST: Bldg. 2G line 0 from lines 10 - 11
LABORATORY NO. 2627 2628 2629
CYLINDER NO.

MIX NoO.

DATE RECEIVED L/22/70 L/22/70 L/22/70
DATE CAST bh/21/70 4/21/70 h/21/70
DATE TESTED 5/19/70 5/19/70

AGE - DAYS 28 28 Hold

SLUMP INCHES

SIZE OF SPECIMEN Lw Lw Ln
AREA - SQUARE 16" 16" 16"
TOTAL LOAD - POUNDS 38 ,000 37,000
STRENGTH - LBS./SQ. IN. 2375 2310
FRAGTIRE Conc., Conc.,
Fom e o reer o [ eozeimicAnions NOSTRENGTH v [ TR ommERs.
Design Strength ____ZM_ Psi at 28 days.

Remarks:

Respectfully submitted,

DAh A psbsn,

D.R. Avvelérén, President

2500 SETS - 11-64 ASCOT BUSINESS SYSTEMS





